
Tabla de aceros con resistencia a la corrosión atmosférica (EN10025-5:2004)

EN 10025-5:2004 EN 10155:1993 DIN 17119:1984 UNE 36042:1984 NFA 35 502:1984 BS 4360:1990

S235J0W S235J0W AE 235 WC E 24W 3

S235J2W S235J2W W St 37-3 AE 235 WD E 24W4

S355J0WP S355J0WP AE 355 W1C E 36WA 3 WR 50A

S355J2WP S355J2WP AE 355 W1D E 36WA 4

S355J0W S355J0W AE 355 W2C E 36W B 3 WR 50B

S355J2W S355J2G2W W St 52-3 AE 355 W2D E 36W B 4 WR 50C

S355J2W+N S355J2G1W AE 355 W3D E 36W B 4

S355K2W S355J2G2W

S355K2W+N S355J2G1W


