
Aceros estructurales laminados termo mecánicamente (EN10025-4:2004)

EN10025-4:2004 EN 10113-3:1993 EN 113-72 SEW 083 UN

S275M S275M Fe275 KG TM Fe 275 KG TM

S275ML S275ML F2755 KT TM FeE275 KT TM

S355M S355M FeE355 KG TM StE 355 TM FeE355 KG TM

S355ML S355ML FeE355 KT TM T StE 355 TM FeE355 KT TM

S420M S420M FeE420 KG TM StE 420 TM

S420ML S420ML FeE420 KT TM T StE 420 TM

S460M S460M FeE460 KG TM StE 460 TM FeE460 KG TM

S460ML S460ML FeE460 KT TM T StE 460 TM FeE460 KT TM


